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Analysis from Mineralogical and Geochemical Laboratory URGA s.r.o., Czech Republic  

 

Device:SPECTROMETR DELTA, INNOV-X SYSTEMS 
 

Methode: ENERGY DISPERSIVE X-RAY FLUORESCENCE CHEMICAL ANALYSIS 
(quantitative/semi-quantitative)  

 

Analyse vom Mineralogical and Geochemical Labor aus URGA s.r.o. Tschechische Republik.  

Prüf-Methode:  
ENERGIE-DISPERSIVE CHEMISCHE ANALYSE DER RÖNTGENFLUORESZENZ 

Prüf-Gerät:  

SPECTROMETER DELTA, INNOV-X SYSTEM 

 

 

 

 

 

 

 

 

 

 

SHUNGITE 100%   
 

    

Chemical Formula / Chemische Formel % 

AI 0,1181 

Si 0,2 

P 0,0375 

S 0,6503 

Cl 1,4913 

K 0,0912 

Ca 0,0915 

V 0,008 

Fe 0,0762 

Co 0,0005 

Ni 0,0989 

Cu 0,0032 

Zn 0,0275 

Rb 0,0003 

Sr 0,0007 

Zr 0,0004 

Mo 0,0174 

Ag 0,0049 

Carbonium 97,0821 

 


